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e A iabe o o419 Bulk Asbestos Fibers Analysis
By Polarized Light Microscopy
Clleni: Paul W. Jackson & Associates, ing, Batch #: 2410320.00

Address: 3804 Beach Drive SW

Seattls, WA 58116
Attontion: Mr. Paul Jackson
Project Locstion: Rainier Brewery

Cliant Project #:2004-723

Samples Recelvad: 9
Samples Analyzed; 9

Method: EPA/600R-83/17€

Lab (D : 24087224  Client Sample #; 72301
Location: Ralnier Brewery
Layer 1 of 1 Deacription: Tan brittle materia
Non-Fibrous Materials:
Bindar/Fliler

QOther Fibrous Materials: %
Collulose 6%

Asbastos Typs: %
Chrysotlle 2%

LabiD: 24067228  Ciient Sample #: 72302
Locetion: Rainier Brewery
Layer 1 of 2 Deacription: Brown mastic
Non-Fibrous Materials:
Mastic/oinder
Loyer 2 of 2 Desoription: Tan fibrous material
Non-Fibrous Materials:
Binger/Filler

Cther Fibrous Materials: %
Csflulose 2%

Cther Fibrous Materials:%
Colluioss 70%

Agbastos Type: %
None Detected ND

Asbestos Type: %
None Detected ND

Lab D : 24057228 Cllent Sample #: 72303
Location: Rainier Brewsry

Layer 4 ¢f 1 Description: Tan fibrous material with paint
Non-Fibrous Materlals:
Binder/Flller, Paint

Other Fibrous Materials:%
Celiulose 70%

Asbostos Type: %
None Detscted ND

LabiD: 24057227  Gllent Sample #: 72304
l.ocation: Ralnier Brewery
Layer 1 of 1 Deacription: Gray fibrous matsrial witn paint
Non-Fibrous Matarials:
Binder/Filler, Paint

Other Flbrous Materials: %
Giasgs fipers 85%
Cellulcse 8%

Ashestos Type: %
None Detected ND

LabiD: 24087228 Cilent Sample #: 72308
Location: Rainier Brewery
Layer 1 of 2 Description: Brown fibrous material
Non-Fibrous Materials:
Binder/Filler
Layer 2 of 2 Description: Black brittie material
Non-Fibrous Materials:
Binder/Filler

Other Fibrous Materials: %
Celluloae 70%

Other Fibrous Materials: %
Celiulose 2%

Asbestos Type: %
None Detected NI

Asbestos Type: %
None Detected ND

Sampled by: Cllent
LAnalyzed by: Wei Lorg Tal

Date Analyzed: 07/28/2004

DRAFT

Nota: if semplas 88 not homogenasis, then subsamples of the compenents were anay2ed separately. All bulk sampies are analyzed using EPA BOWR-03/118
Mathod with the followlng messuremen: uncertainties for the reported % Asbestos (1%wl-3%, 5%=1.8%, 10%=25-15%, 20%=10-30%, 30%=40-80%). This
report ralatas only to the oms testsd. If asmpls was not coliected by NVL parsonnel, than tre acouracy of the results 's limited by the mathodology @nd acutty
of the sample callector. This repsit shall not ve reproducad excapt in full, without writan apsreval of NVL Laboratories, Inc. it shell not be used to claim

product andorsament by NVLAP or any cinar agancy of the US Gavernmant
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